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Details Proposed Change and Reasons

Location of Change: From:
Page(s) 26,7

O Sections) 6110111 6.1 See SEMI E49.6 for recommended solvent system

testing procedures, for stainless steel assemblies.

E i;gblizg) 10.1 See SEMI E49.6 for recommended system assembly
O Note(s) procedures
Q Oth 11 Related Documents

cr

To:

6.1 See SEMI E49.2 for recommended system testing
procedures for assemblies.

10.1 See SEMI E49.7 for recommended system assembly
procedures

Remove all documents listed in Section 11 of Proof except:
SEMI C59 - Specification for Nitrogen

Justification:

E49.6 specifically details testing and assembly procedures for stainless
steel piping materials. E49.5 is all polymeric piping materials and so must
reference the existing polymeric testing and assembly procedures. Since
both standards were released for review and ballot at the same time this
change was not updated in E49.5 by oversight.

*Corrections to obvious formatting or typographical errors (e.g., misspellings) can be fixed as editorial changes by
Publication Improvement Proposal (PIP) form submission. Changes that do not qualify as editorial (refer to the SEMI
Standards Procedure Guide) will need to follow normal Letter Ballot procedures.

Approved by:

Standards Staff Inna Skvortsova Date: 11/5/2018
Committee Chair Don Hadder Date: 11/6/2018
Committee Chair Date:

Please return this form to SEMI, Standards Publications, 673 S. Milpitas Blvd., Milpitas, CA 95035;
standardspublishing@semi.org
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