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	Submitted By: Koh Murai
	Date: 11/5/2018
	Company: Mega Fluid Systems
	Document Number: SEMI E49.5
	Address 1: 9398 SW Tualatin-Sherwood Road
	Address 2: Tualatin, OR 97062
	Address 3: USA
	Document Title 1: Guide for the Design of Ultrahigh Purity Solvent Distribution Systems with non-Metallic Fluid Paths in Semiconductor Manufacturing Equipment
	Document Title 2: 
	Telephone: 971.277.9005
	Email: kmurai@megafluidsystems.com
	undefined: Yes
	Location of Change Pages Sections Figures Tables Notes Other: 
	Pages: 2,6,7
	Sections: 6.1;10.11.1
	Figures: 
	Tables: 
	Notes: 
	Other: 
	From: 6.1 See SEMI E49.6 for recommended solvent system testing procedures, for stainless steel assemblies.
10.1 See SEMI E49.6 for recommended system assembly procedures
11 Related Documents
	To: 6.1 See SEMI E49.2 for recommended  system testing procedures for assemblies.
10.1 See SEMI E49.7 for recommended system assembly procedures
Remove all documents listed in Section 11 of Proof except:
SEMI C59 - Specification for Nitrogen
	Justification:  E49.6 specifically details testing and assembly procedures for stainless steel piping materials.  E49.5 is all polymeric piping materials and so must reference the existing polymeric testing and assembly procedures.  Since both standards were released for review and ballot at the same time this change was not updated in E49.5 by oversight.
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