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Presentation Notes
SEMI欧洲光伏材料标准技术委员会联合报告
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Task Forces

Int. PV Analytical Test Methods TF

* Leaders: H. Gotts, Air Liquide, Chris Moore, Baytech-Resor, Ron Sinton, Sinton
Instruments

PV Ribbon TF (inactive)

e Leader: U. Prischmann, Ulbrich

PV Silicon Materials TF
» Leader: P. Wagner

PV Materials Degradation TF
e Leaders: V. Naumann, FhG-CSP, M. Kontopp, Hanwha-Q-Cells
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Presenter
Presentation Notes
该委员会内有4个工作组，其中光伏焊带工作组现在处于不活跃的状态，组内没有开展活动。


_

Int. Analytical Test Methods TF

» Leaders: Hugh Gotts, Air Liquide, Chris Moore, Baytech-Resor, Ron
Sinton, Sinton Instruments

» Last meeting: Milpitas, November 9, 2016

— Drafting Doc. 5801: New Standard: Guide for the Planning,
Implementing and Analyzing data from a Round Robin used to verify a
Test Method

* Next meeting: San Francisco, CA, Wednesday, July 12, 2017
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Presentation Notes
国际分析测试方法工作组上一次会议是11月9日在美国苗比达市（位于旧金山湾区南端，在硅谷之中）举办，下一次会议将于2017年7月12日召开。


_
PV Ribbon TF

e Leader: U. Prischmann, Ulbrich
e Status “inactive”
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Presentation Notes
光伏焊带工作组，一位联席主席，目前组内没有开展活动。


_
PV Silicon Materials TF

Leader: P. Wagner

Last meeting: Munich, June 5, 2014 in conjunction with Intersolar
Europe

New business

— several standards are coming up for 5 year review: PV32-0312, PV41-
0912

Next meeting: tbd
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Presentation Notes
光伏硅材料工作组组上次会议是2014开的，下次会议未定，目前也处于不活跃状态。
很多标准是5年前制定的，需要进入重新审阅环节。根据SEMI标准条例规定，已发布的标准从发布之日起的第五年需要重新审核。



_
PV Materials Degradation TF

o Leaders: V. Naumann, FhG-CSP, M. Kdntopp, Hanwha-Q-Cells
e Last Meeting: June 23, 2016, in conjunction with Intersolar Europe

e Doc. 5889, TEST METHOD ON CELL LEVEL FOR POTENTIAL-
INDUCED DEGRADATION SUSCEPTIBILITY OF SOLAR CELLS
AND MODULE ENCAPSULATION MATERIALS

— Ballot results were discussed and all negatives and comments were
addressed

— Doc. 5889 recommended to be forward to A&R SC for further processing
(to be published as PV75-1016)

— Potential new business was discussed

* Next meeting: tbd
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Presentation Notes
光伏材料降解工作组中，草案5889上个月通过审核审阅流程，10月份已发布，编号SEMI PV 75-1016


_

PV Materials Committee, European Chapter

Last Meeting: Munich, June 23, 2016 in conjunction with Intersolar
Europe

Ballot adjudication of doc 5889
— Doc 5889 passed with editorial changes

Leadership changes

— H. Aulich will resign as co-chair as of December 31, 2016, and his
contributions and leadership during the past 9 years are greatly
appreciated

— Ch. Hagendorf, FhG-CSP, is nominated as new co-chair

— ERSC is kindly asked to approve Ch. Hagendorf as new co-chair of the
European Chapter of the PV Materials TC

Next meeting: tbd
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Presenter
Presentation Notes
SEMI欧洲光伏材料标准技术委员会上，联席主席H. Aulich 将在年底前退休，任命Ch. Hagendorf为新的联系主席。
上一次会议于今年6月23日召开，下一次会议的时间、地点还没有确定
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